
Sample : Sunflex Recycled Rubber Rolls

Black with White Speckles
Report No. : 21015584/Z

Party's Ref No. : Nil Report Issue Date : 23/02/2026

Sample Description : Sunflex Recycled Rubber Rolls Black with White

Speckles

Date of Testing : 04/02/2026 To 19/02/2026

Sample Received On : 02/02/2026

Sample quantity : 5 Pcs.

Sample Information:

Job Code  : STRC/21015584

Sample Condition : Physical Condition OK Packed in : Not Applicable

Sunflex Recycling Private Limited

Block No. 184, Chhatral Isand Road, Ta.: Kalol, Dist.: Gandhinagar, Chhatral- 382729 Gujarat

Customer Name & Address  :

Client Information:

Information provided by the customer:

Batch / Lot No. Not Applicable

TEST RESULTS

S.No. Detection LimitTest Parameters Test Result Test Method

Chemical Testing-Volatile Organic Compounds

1 0.1Benzene, µg/g Not Detected ISO 16000 Part-9

2 0.1Toluene, µg/g Not Detected ISO 16000 Part-9

3 0.1Formaldehyde, µg/g Not Detected ISO 16000 Part-9

4 0.1Acetaldehyde,µg/g Not Detected ISO 16000 Part-9

5 0.1Xylene, µg/g Not Detected ISO 16000 Part-9

6 0.1Styrene, µg/g Not Detected ISO 16000 Part-9

7 0.1Tetrachloroethylene, µg/g Not Detected ISO 16000 Part-9

8 0.1Ethylbenzene, µg/g Not Detected ISO 16000 Part-9

9 0.12-Butoxyethanol , µg/g Not Detected ISO 16000 Part-9

10 0.11,2,4-Trimethylbenzene, µg/g Not Detected ISO 16000 Part-9

11 0.11,4-Dichlorobenzene, µg/g Not Detected ISO 16000 Part-9

Semi Volatile Compounds, µg/g

12 0.1Pyridine , µg/g Not Detected ISO 16000 Part-9

13 0.1N- Nitrosodimethylamine, µg/g Not Detected ISO 16000 Part-9

14 0.1N- Nitrosomethylethylamine , µg/g Not Detected ISO 16000 Part-9

15 0.12-Picoline , µg/g Not Detected ISO 16000 Part-9

Page No.: 1 of 3

Format No.: STRC/7.8/F/TC/Z/00

PILLLIPAPJDDLMJKLCCLIALDBFAPOLPPOAPILLLIP
OCKKKCOALIHECMKBDJDJCBOIHFGMOBLNCAOCKKKCO
GINCNEKJFPBEILPMEOCEDEAFMLBBEJAAFDNCJMOIO
EHMFGPKHOBEKAOHBHMHKFCMNAHCGPLBMLIPDDKCOO
NPPLPBKNDONMINFEFMPJKJMBAKMMOFHAODNJCKCPH
KAIPFMKKHGNFOBPINFFDMDHAEFBBHBPBFEPEBFGPG
IBAAJDKHOHFMOIPAGPJAANJBLNEBNLBAJJOECICAO
KBICJEKBNPOIEGPCDLMHPBOGPNDNAPDJPNNABJCOO
LCKKCKLIODLCJOIBNLFHKGFJCNPFHCECPIKIPAEPP
PAOOOAPALJJBEPABICFMNOIANHPBMHBGKMJLOICPC
IIIIIIIAAAAAIIIAAIAAAAIIAIAAIIAIIIAIIAAII

Shruti Vij

Technical Manager

21015584/Z-1



Sample : Sunflex Recycled Rubber Rolls
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Sample Description : Sunflex Recycled Rubber Rolls Black with White

Speckles

Date of Testing : 04/02/2026 To 19/02/2026

Sample Received On : 02/02/2026

Sample quantity : 5 Pcs.

Sample Information:

Job Code  : STRC/21015584

Sample Condition : Physical Condition OK Packed in : Not Applicable

TEST RESULTS

S.No. Detection LimitTest Parameters Test Result Test Method

16 0.1Methyl Methanesulfonate, µg/g Not Detected ISO 16000 Part-9

17 0.1N- Nitrosodiethylamine, µg/g Not Detected ISO 16000 Part-9

18 0.1Ethyl Methanesufonate, µg/g Not Detected ISO 16000 Part-9

19 0.1Phenol, µg/g Not Detected ISO 16000 Part-9
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Sample Photo

Sigma Test & Research Centre authenticate photos on original report only.

*****End of Report*****
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